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BE M4 25 /Phthalate Test Report

% 4% 5 /Report No.: 20191210 It H 1/ TestDate: 2019/12/10

FE i 4 Fr/Sample Name: FE5#4kH
I Z R/ Test Requirement:

MBI 657724, KA & 40 % — F ik #h( DEHP, DBP ,BBP ,DIDP ,DINP ,DIBP, DNOP)
ey

According to California Proposition 65, test for orthophthalate content {DEHP , DBP , BBP
DIDP , DINP ,DIBP , DNOP) in the sample.
K 25 45 e/ Test Result:

FRAE/ gER
WA T H [ Test FAT Unit MDL
Max Allowed Result
AR HER (2-2.38) CFElE  (DEHP) ug/g 30 1000 17.130
ARE —HR —1F THe (DBP) ug/g 30 1000 N.D
AR2E —HER T HEEE (BBP) ug/g 30 1000 N.D
SR HR 7T (DINP) ug/g 100 1000 N.D
SR HER — 7% FE (DIDP) ug/g 100 1000 N.D
SR R ~IE¥NE (DNOP) ug/g 30 / N.D
K _HWER 3 THE: (DIBP) ug/g 30 / N.D
&L (Result) XPASSED COFAILED
&y /Remarks:
(1) ug/g=ppm=0.0001%
(2) N.D.=K#H (<MDL)  N.D.= Not detected (<MDL)
(3) MDL=J5 iy A fR MDL = Method Detection Limit
(4) “--"=AEH “---"= Not Applicable
MR 7 Tester: 2 L i B #% Nerifier: J& 1%
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