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ZHEJIANG HAILIDE NEW MATERIAL.CO.LTD .

NO.2 LIU LU,WARP KNITTING ZONE,MAQIAO,HAINING,ZHEJIANG

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : PVC Film cutting in dark 

blue.

SGS Job No. : SC120200756 - SH .

Date of Sample Received : . 27 Feb 2012.

Testing Period : . 27 Feb 2012 - 01 Mar 2012 .

Test Requested : . Selected test(s) as requested by client. .

Please refer to next page(s). .

Please refer to next page(s). .

Test Method : .

Test Results : .

Signed for and on behalf of 

SGS-CSTC Ltd. .

Fan Jingjie, JJ.

Approved Signatory .
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description.

1. SHA12-021748.001 dark blue pvc fabric .

Remarks :.

(1) 1 mg/kg = 1 ppm = 0.0001% .

(2) MDL = Method Detection Limit .

(3) ND = Not Detected ( < MDL ) .

(4) "-" = Not Regulated .

Phthalates.

Test Method : . With reference to ASTM D 3421: 1975, analysis was performed by GC-MS. .

Test Item(s). Unit. MDL. 001.

Dibutyl Phthalate (DBP) . %. 0.003 ND

Benzylbutyl Phthalate (BBP) . %. 0.003 ND

Bis-(2-ethylhexyl) Phthalate (DEHP) . %. 0.003 0.015

Diisononyl Phthalate (DINP) . %. 0.010 ND

Di-n-octyl Phthalate (DNOP) . %. 0.003 ND

Diisodecyl Phthalate (DIDP) . %. 0.010 ND
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Sample photo: .

SHAML1202174801

SHA12-021748.001 .

SGS authenticate the photo on original report only .

*** End of Report *** .
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